


 
    
      
        
          
            Toggle navigation
            
            
            
          
          PDFSEARCH.IO
        

        
          	Document Search Engine - browse more than 18 million documents



	Sign up
	
Sign in


        

      

    

 
















Back to Results	First Page	Meta Content	
	[image: Chemistry / Matter / Building materials / Corrosion prevention / Corrosion / Passivation / Stainless steel / Rust / Pickling / Aluminium / Nitric acid / Iron]
View Document Preview and Link




	[image: ] DERUSTIT Passivating solution 2016 Properties Stainless steel owes its corrosion resistance to a very thin oxide layer on its surface. This layer can be locally damaged or broken by welding, grinding, machining, etc., an
Add to Reading List
Document Date: 2014-10-20 07:49:52

Open Document File Size: 16,55 KB
Share Result on Facebook








 time:
 0.0314 sec.
Designed and built with all the love in the world in Europe.

 © PDFSEARCH.IO 2013 Privacy | Contact Us

 

 




